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SYSTEM MATERIALS ANALYSIS DEPARTMENT REPORT 
ON 

SAMPLES FROM TANNERY PROPERTY 
WAUKEGAN STATION 

(SS85-42) 

Five samples taken from the Tannery pcopecty near Waukegan 

Station on August 2. 1985, were submitted for Total Metals and E.P. 

Toxicity analysis by Mr. B. Dmyterko, Environmental Affairs 

Department, on August 2nd. The results are listed on the attached 

table. The classification of this waste is to be determined by the 

Environmental Affairs Department. 
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M-A091-85 
Pass 2 

Waukegan Tannery Samples 
(SS85-42) 

Table 1 of 1 

Total Metals 

Silver, Ag 
Arsenic, As 
Barium, Ba 
Cadmium, Cd 
Chromium, Cr 
Copper, Cu 
Mercury, Hg (B) 
Nickel, Ni 
Lead, Pb 
Selenium, Se 
Zinc, Zn 

M MieroRrams/Gram^A) 

1 
2 

38 
330 

4 
2,200 

69 
0.58 

150 
80 

< 1 0 
330 

2 
3 
2 . 

<100 
5 

600 
16 

0 . 
55 
40 

< 1 0 
110 

0 

14 

3 
2 
2 . 

-O.00 
3 

200 
14 

0 , 
15 
70 

< 1 0 
300 

3 

14 

4 
< 2 

0 .3 

-<:ioo 
2 

-ClO 
2 

< 0 . 0 2 
8 

<io 
< 1 0 

14 

5 
< 2 

0 . 4 
-<il00 

< 2 
5,100 

33 
0.02 

< 5 
19 

<:io 
63 

B. P. Toxicity 

Silver, Ag 
Arsenic, Aa 
-^rium, Ba 

joiuffl, Cd 

Cnroffliuffl, Cr 
Copper, Cu 
Mercury, Hg 
Nickel, Ni 
Lead, Pb 
Selenium, Se 
Zinc, Zn 

MieroRrams Metal/Liter Bxtraet(C) 

1 
0.02 
0.026 

< 1 
0.04 
0.36 
0.05 

<0 .0002 
1.05 
0 . 1 

<0 .002 
1.99 

2 
0.02 
0.006 

< 1 
0.04 
0.23 
0.06 

<: 0.0002 
0.42 
0 . 2 

<i!:0.002 
0.95 

3 
0.03 
0.004 

< 1 
0.04 

< 0 . 1 
0.04 

< 0 . 0 0 0 2 
0.12 
0 . 2 

«<0.002 
1.48 

4 
< 0 . 0 2 

0.010 
< : i 

0.02 
-^0.1 
<:o.02 
<:0.0002 

0.05 
< 0 . 1 
<0.002 

0.03 

5 
< 0 . 0 2 

0.010 
< 1 
< 0 . 0 2 
<:o.i 
<'0.02 
<0.0002 
<0 .05 
< 0 . 1 
-i0.002 

0.08 

(A) Samples dried at 103oc prior to analysis 

(B) Samples analyzed as received 

(C) Extracted according to EPA Extraction Procedure given 
in Test Methods for EvaluatinR Solid Waste 
(U.S.E.P.A. SW-86, 1982) 
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